
 

 

 
**  EMAIL  ** 

27
th

 October, 2023 

Highflo Company Ltd 

403 Hutt Road 

Lower Hutt 5010 

 

ATTENTION: Mr Ian Carson 

Job No. J17705 

 

Subject: Four (4) samples of phosphorus de-oxidized copper were submitted for chemical analysis.

  

      
Chemical Analysis Results 

 
Sample ID Cu + Ag Sn Pb Zn Fe Ni Si As Bi P S Cd B 

‘Bravo-Juliet’ rem ≤0.001 <0.001 <0.01 <0.001 ≤0.001 0.002 ≤0.001 <0.0005 0.035 0.002 <0.0005 <0.0005 

‘Bravo-Kilo’ rem <0.001 <0.001 <0.01 0.010 ≤0.001 0.002 ≤0.001 <0.0005 0.034 0.002 <0.0005 0.0021 

‘Bravo-Lima’ rem <0.001 <0.001 <0.01 0.001 ≤0.001 0.002 ≤0.001 <0.0005 0.031 0.001 <0.0005 <0.0005 

‘Bravo-Mike’ rem 0.003 <0.001 <0.01 0.002 ≤0.001 0.002 ≤0.001 <0.0005 0.033 0.001 <0.0005 <0.0005 
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NB. All results above expressed as %
w
/w. 

 

 

 

 

Yours faithfully  

 

 
 

Peter Wilcox B.Sc (Chem) 

MetalTest & Associates Ltd 


